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—— . . Geochemical
| IT Intertek Testing Services Lab
Bondar Clegg Report

BROHM MINING CORPORATION
2 GILT EDGE ROAD
DEADWOOD SD 57732

USA

Intertek Testing Services - Bondar Clegg
130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada
Tel: (604) 985-0681, Fax: (604) 985-1071



"

Bondar Clegg

ITS Intertek Testing Services

Geochemical
Lab
Report

PROJECT: NONE GIVEN1 DATE RECEIVED: 22-JAN-99
DATE NUMBER OF LOWER
APPROVED ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION
990127 1  AuGrav Gold (Grav.) 82 0.005 OPT FIRE ASSAY
990127 2 Au Wt1 Test Weight 82 0.01 GM FIRE ASSAY
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER
P PREPARED PULP 82 4 AS RECEIVED 82

REMARKS: This report was initially reported in ppm. It
was changed to opt and a weight file has been
created.

BDD

REPORT COPIES TO: 2 GILT EDGE ROAD

SUBMITTED BY: UNKNOWN
DATE PRINTED: 28-JAN-99

METHOD

FIRE ASSAY
FIRE ASSAY-AA

SAMPLE PREPARATIONS NUMBER

HOMOGENIZING 82
AS RECEIVED 82

INVOICE TO: 2 GILT EDGE ROAD
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This report must not be reproduced except in full. The data presented in this

report is specific to those samples identified under "Sample Number' and is

applicable only to the samples as received expressed on a dry basis unless

otherwise indicated
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Intertek Testing Services - Bondar Clegg
130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada
Tel: (604) 985-0681, Fax: (604) 985-1071



Geochemical

T S Intertek Testing Services Lab
Report

Bondar Clegg

CLIENT: BROHM MINING CORPORATION PROJECT: NONE GIVEN1

REPORT: V99-00092.0 ( COMPLETE ) DATE RECEIVED: 22-JAN-99 DATE PRINTED: 28-JAN-99 PAGE 1 OF 4
SAMPLE ELEMENT AuGrav  Au Wt1 SAMPLE ELEMENT AuGrav Au Wt1
NUMBER UNITS OPT GM NUMBER UNITS OPT GM
P4 R98-1095 250-255 <0.005 30.24 P4 R98-1097 90-95 0.048 31.95
P4 R98-1095 255-260 0.011 30.74 P4 R98-1097 95-100 0.158 32.13
P4 R98-1095 260-265 0.011 30.64 P4 R98-1097 100-105 0.026 30.24
P4 R98-1095 265-270 0.011 30.98 P4 R98-1097 105-110 0.056 30.78
P4 R98-1095 270-275 <0.005 31.49 P4 R98-1097 110-115 <0.005 30.65
P4 R98-1095 275-280 0.017 29.00 P4 R98-1097 115-120 <0.005 30.08
P4 R98-1095 280-285 <0.005 22.03 P4 R98-1097 120-125 <0.005 31.31
P4 R98-1095 295-300 <0.005 20.70 P4 R98-1097 125-130 0.009 30.64
P4 R98-1095 300-305 <0.005 20.02 P4 R98-1097 130-135 0.008 31.06
P4 R98-1095 305-310 0.008 25.11 P4 R98-1097 135-140 0.009 23.31
P4 R98-1095 310-315 0.020 22:15 P4 R98-1097 140-145 <0.005 23.02
P4 R98-1095 315-320 <0.005 15.01 P4 R98-1097 145-150 0.006 30.80
P4 R98-1095 320-325 <0.005 20.11 P4 R98-1097 150-155 <0.005 22.44
P4 R98-1095 330-335 <0.005 30.57 P4 R98-1097 155-160 0.006 30.05
P4 R98-1095 335-340 <0.005 30.31 P4 R98-1097 160-165 <0.005 30.67
P4 R98-1095 340-345 <0.005 30.96 P4 R98-1097 165-170 <0.005 30.47
P4 R98-1095 345-350 <0.005 30.10 P4 R98-1097 170-175 0.007 30.08
P4 R98-1095 350-355 <0.005 30.07 P4 R98-1097 175-180 0.008 30.52
P4 R98-1095 355-360 <0.005 20.12 P4 R98-1097 180-185 <0.005 30.71
P4 R98-1095 360-365 <0.005 28.11 P4 R98-1097 185-190 0.012 32.79
P4 R98-1095 365-370 <0.005 30.05 P4 R98-1097 190-195 0.023 30.07
P4 R98-1095 370-375 <0.005 15.02 P4 R98-1097 195-200 0.051 30.39
P4 R98-1097 0-5 <0.005 31.09 P4 R98-1097 200-205 0.046 31.17
P4 R98-1097 5-10 <0.005 31.13 P4 R98-1097 205-210 0.036 30.10
P4 R98-1097 10-15 <0.005 32.51 P4 R98-1097 210-215 0.006 32.24
P4 R98-1097 15-20 <0.005 30.35 P4 R98-1097 215-220 <0.005 30.13
P4 R98-1097 20-25 <0.005 32.94 P4 R98-1097 220-225 <0.005 30.48
P4 R98-1097 25-30 <0.005 30.27 P4 R98-1097 225-230 <0.005 30.10
P4 R98-1097 30-35 <0.005 31.30 P4 R98-1097 230-235 <0.005 30.02
P4 R98-1097 35-40 <0.005 30.50 P4 R98-1097 235-240 <0.005 15.04
P4 R98-1097 40-45 <0.005 32.68 P4 R98-1097 240-245 0.013 30.29
P4 R98-1097 45-50 <0.005 31.21 P4 R98-1097 245-250 0.024 30.01
P4 R98-1097 50-55 <0.005 30.09 P4 R98-1097 250-255 0.010 30.61
P4 R98-1097 55-60 0.035 30.70 P4 R98-1097 255-260 <0.005 30.23
P4 R98-1097 60-65 <0.005 31.53 P4 R98-1097 260-265 0.008 30.05
P4 R98-1097 65-70 <0.005 31.14 P4 R98-1097 265-270 0.007 30.41
P4 R98-1097 70-75 <0.005 30.01 P4 R98-1097 270-275 0.011 30.62
P4 R98-1097 75-80 0.005 32.08 P4 R98-1097 275-280 <0.005 30.02
P4 R98-1097 80-85 <0.005 32.53 P4 R98-1097 280-285 <0.005 22.24
P4 R98-1097 85-90 <0.005 31.61 P4 R98-1097 285-290 <0.005 30.20

Intertek Testing Services - Bondar Clegg
130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada
Tel: (604) 985-0681, Fax: (604) 985-1071
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CLIENT:
REPORT:

SAMPLE
NUMBER

P4 R98-1097 290-295
P4 R98-1097 295-300

Bondar Clegg

BROHM MINING CORPORATION
V99-00092.0 ( COMPLETE )

ELEMENT AuGrav

Au Wt1

UNITS OPT GM
<0.005 30.32

<0.005 30.32

Intertek Testing Services

DATE RECEIVED: 22-JAN-99

SAMPLE
NUMBER

Intertek Testing Services - Bondar Clegg

Geochemical
Lab
Report

PROJECT: NONE GIVEN1

DATE PRINTED: 28-JAN-99 PAGE 2 OF 4
ELEMENT AuGrav Au Wt1
UNITS OPT GM

130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada

Tel: (604) 985-0681, Fax: (604) 985-1071



TS

CLIENT:

Bondar Clegg
BROHM MINING CORPORATION

STANDARD AuGrav  Au Wt1

ELEMENT
NAME UNITS OPT GM
BCC Au Std.7 0.074 &
Number of Analyses 1 -
Mean Value 0.0742 s
Standard Deviation - -
Accepted Value 0.073 =
BCC GOLD STD 90-1 0.170 -
Number of Analyses 1 -
Mean Value 0.1697 -
Standard Deviation ® =
Accepted Value 0.184 -
BCC Au Std.12 0.405 =
Number of Analyses 1 =
Mean Value 0.4046 -
Standard Deviation - -
Accepted Value 0.402 -
ANALYTICAL BLANK <0.005 =
Number of Analyses 1! -
Mean Value 0.0025 -
Standard Deviation = =
Accepted Value <0.001 <0.01

Intertek Testing Services

DATE RECEIVED: 22-JAN-99

STANDARD
NAME

Intertek Testing Services - Bondar Clegg

Geochemical
Lab
Report

PROJECT: NONE GIVEN1

DATE PRINTED: 28-JAN-99 PAGE 3 OF 4
ELEMENT AuGrav  Au Wt1
UNITS OPT GM

130 Pemberton Avenue, North Vancouver, B.C., V7P 2RS, Canada

Tel: (604) 985-0681, Fax: (604) 985-1071



. . . Geochemical
1T Intertek Testing Services Lab
Bondar Clegg Report

CLIENT: BROHM MINING CORPORATION PROJECT: NONE GIVEN1

REPORT: V99-00092.0 ( COMPLETE ) DATE RECEIVED: 22-JAN-99 DATE PRINTED: 28-JAN-99 PAGE 4 OF &
SAMPLE ELEMENT AuGrav  Au Wt1 SAMPLE ELEMENT AuGrav  Au Wt1
NUMBER UNITS OPT GM NUMBER UNITS OPT GM
R98-1097 0-5 <0.005 31.09

Duplicate 0.006

R98-1097 30-35 <0.005 31.30

Duplicate 0.009

R98-1097 90-95 0.048 31.95

Duplicate 0.050

R98-1097 145-150 0.006 30.80

Duplicate <0.005

R98-1097 205-210 0.036 30.10

Duplicate 0.029

R98-1097 270-275 0.011 30.62

Duplicate 0.022

Intertek Testing Services - Bondar Clegg
130 Pemberton Avenue, North Vancouver, B.C., V7P 2RS, Canada
Tel: (604) 985-0681, Fax: (604) 985-1071



Intertek Testing Services
Bondar Clegg

e

Vancouver, B.C. Canada
PURGENT & CONFIDENTIALP"

To: BROEN MINING CORPORATION OQur Fax No: (604) 985-1071
Attenticn : Your Fax No: 1-605-578-1709
Reference : Number of Pages : 3 including this page.

Submitter : UNKNOWN

Report : v93-00092.0 status : COMPLETE Total number of samples: 82
Element Method Totl Element Method Totl Element Method Totl
AuGrav FIRE ASSAY 82 Au Wtl TFIRE ASSAY-AR 82
sample Preparations Totl | Sample Type Totl | Size Fraction Totl | Remarks
I I I
BOMOGENIZING 82 | PREPARED PULP 82 | A8 RECEIVID 82 | This report was initially reported in ppm. It

| [ [
AS RECEIVED 82 | ! | vas changed to opt and a weight file has been
| | | created.
| ] I
I ] | BDD
[ [ |
| | I
| I |
[ ! [
{ ! |
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If you do not receive the entire transmission in legible form, please call us at (604) 985-0681.
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24

R98-1095
R38-1095
R98-1095
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R98-1095

R98-1095
R98-1095
R98-1095
R98-1095
R98-1095

R98-1095
R98-1095
R98-1095
R98-1095
R98-1095

R98-1095
R98-1095
R98-1095
R98-1095
R98-1095

R98-1095
R98-1095
R98-1097
R98-1097
R98-1097

R98-1097
R98-1097
R38-1097
R98-1097
R96-1097

R98-1097
R98-1097
R98-1097
R96-1097
R98-1097

R98-1097
R98-1097
R98-1097
R98-1097
R38-1097

E04-235-1071 At

: BROBM MINING CORPORATION
T V99-00092.0 { COMPLETE )

ELEMINT RAuGrav

UNITS

250-255
255-260
260-265
265-270
270-27%

275-280
280-285
295-300
300-305
305-310

310-31%
315-320
320-325
330-335
335-340

340-345
345-350
350-355
355-360
360-365

365-370
370-375
0-5
5-10
10-15

15-20
20-25
25-30
30-35
35-40

40-45
45-50
50-55
55-60
60-65

€5-70
70-75
15-80
80-85
85-90

<0.
0.
0.
0.
<0.

0.
.005
.00S
005
.008

<0
<0
<0

]

0
<0
<0
<0
<0

<0,
<0.
<0.
<0.
<0.

<0,
<0.
<0.
<0,
<0.

<0.
<0.
<0.
<0.
<0.

<0.
<0.
<0,

0.
<0.

<0.
<0,

0.
<0.
<0.

orT

005
011
011
011
005

017

020
.005
.005
005
.005

005
005
005
005
005

005
005
005
005
605

005
005
00%
005
005

005
005
005
035
005

005
005
005
005
005

i~ JAPI - 1923 0249 Page 3

Au Wtl
GN

30.24
30.74
30.64
30,98
31.49

29.00
22.03
20.70
20.02
23.11

22.1%
15.01
20.11
30.57
30.31

30.96
30.10
30.07
20.12
28.11

30.05
15.02
31.09
31.13
32.51

30.35
32.94
30.27
31.30
30.50

32.68
31.21
30.09
30.70
31.53

31.14
30.01
32.08
32.53
31.61

Intertek Testing Services
Bondar Clegg

SAMPLE
NUMBER

P4 R98-1097
¥4 R98-1097
P4 R98-1097
P4 R98-1097
P4 R98-1097

P4 R98-1097
B4 R98-1097
P4 R98-1097
P4 RI8-1097
P4 R38-1097

P4 RI8-1097
P4 R98-1097
P4 R98-1097
P4 R98-1097
P4 R98-1097

P4 R98-1097
P4 R98-1097
P4 R98-1097
P4 R98-1097
P4 R98-1097

P4 R98-1097
P4 R98-1097
P4 R98-1097
Pé R98-1097
P4 R98-1097

P4 R98-1097
P4 R98-1097
P4 R98-1097
P4 R98-1097
P4 R98-1097

P4 R98-1097
P4 R98-1097
P4 R98-1097
P4 R98-1097
P4 R98-1097

P4 R98-1097
P4 R98-1097
P4 R98-1097
P4 R98-1097
74 R98-1097

PROJICT: NONE GIVEN]

DATE RECEIVED: 22-JAN-9%

ELEMENT
UNITS

90-95
95-100
100-105
105-110
110-115

115-120
120-125
125-130
130-135
135-140

140-145
145-18¢
150-155
155-160
160-165

165-170
170-175
175-180
180-185
185-190

190-195
195-200
200-205
205-210
210-215

215=-220
220-225
225-230
230-235
235-240

240-245
245-250
250-255
255-260
260-265

265-270
270-275
275-280
280-285
285-290

AuGrav
ORT

0.048
0.158
0.026
0.056
<0.005

<0.005
<0.00%
0.009
0.008
0.003

<0.005
0.006
<0.008
6.008
<0.005

<0.005
0.007
6.008
<0.00%
0.012

0.023
0.051
0.046
0.03%
0.006

<0.,005
<0.005
<0.005
<0.00S
<0.008

0.013
0.024
0.010
<0.008
0.008

0.007
0.011
<0.005
<0.005
<0.005

DATE PRINTED: 28-JAN-99

Au #itl
GM

31.95
32.13
30.24
30.78
30.65

30.08
1.3
30.64
31.06
23.31

23,02
30.80
22.44
30.0%
30.67

30.47
30.08
30.52
30.71
32.79

30.07
30.39
i.17
30.10
32.24

30.13
30.48
30.10
30.02
15.04

30.29
30.01
30.61
30.23
30.05

30.41
30.62
30.02
22.24
30.20

PAGE 1 OF 2
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2O~ JAN-1992 09:49 Page 3

Intertek Testing Services
Bondar Clegg

SLIENT: BROEM MINING CORPORATION PROJECT: NONE GIVEN1
REPORT: V99-00092.0 { COMPLETE ) DATE RECEIVED: 22-JAN-39 DATE PRINTED: 28-JAN-93
3AMPLE ELEMENT RAuGrav ARu Wtl SAMPLE ELEMENT RuGrav Au Wtl
VUMBER UNITS OPT GN NUMBER UNITS QRT GM

p4 R98-1097 290-295 <0.005 30.32

P4 R98-1097 295-300 <0.005 30.32

PAGE 2 OF 2



